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Engineering and Design
EVALUATION AND REPAIR OF CONCRETE STRUCTURES

1. Purpose. This manual provides guidance on evaluating the condition of the concrete in a struc-
ture, relating the condition of the concrete to the underlying cause or causes of that condition, selecting
an appropriate repair material and method for any deficiency found, and using the selected materials
and methods to repair or rehabilitate the structure. Guidance is also included on maintenance of con-
crete and on preparation of concrete investigation reports for repair and rehabilitation projects. Con-
siderations for certain specialized types of rehabilitation projects are also given.

2. Applicability. This manual is applicable to all HQUSACE elements, major subordinate commands,
districts, laboratories, and field operating activities having civil works responsibilities.

FOR THE COMMANDER:

____________________________________________________________________________________
This manual supersedes EM 1110-2-2002, dated 25 July 1986.


